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ABSTRACT. In the present paper, microstructural and mechanical properties 
of an innovative AlSi3Mg alloy were studied. Particularly, the effect of the 
addition of Cr and Mn on tensile strength and impact toughness was 
evaluated. In fact, the presence of these elements leads to the formation of an 
intermetallic phase with a globular or polyhedral morphology. It was therefore 
investigated the role played by Cr-Mn containing particles in the failure 
mechanism and the influence of the heat treatment parameters. Moreover, 
tensile and impact tests were performed on A356 samples in T6 condition, 
whose results were compared with the performance of the innovative alloy.  
Considering the static properties, the innovative alloy showed remarkable 
values of tensile strength, while ductility was improved only after heat 
treatment optimization. Poor impact toughness values were measured and the 
microstructural analysis confirmed the presence of coarse intermetallics, 
acting as crack initiation and propagation particles, on the fracture surfaces. 
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INTRODUCTION 
 

n the last decades, the light weighting of cars and trucks has become a very widely discussed theme [1] in both 
academic and industrial world. The design of more efficient processes and the development of stronger and lighter 
materials enhance the reduction of weight of cars and trucks components, allowing the decrease of fuel consumption 

and toxic emissions in atmosphere. For such reasons, the use of aluminum alloys in transports is increasing in the last 
years. Among Al alloys, Al-Si-Mg alloys are the most used for automotive castings production [2,3] because of their 
excellent castability, good corrosion resistance, high elongation and significant strength. 
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In addition, the light weighting of automotive components can be achieved by enhancing the mechanical properties of Al 
alloys due to the presence of strengthening elements. For instance, Cr and Mn additions in Al-Si alloys lead to the 
formation of globular or polyhedral intermetallics [4-6], reducing the detrimental effect of the brittle needle-like β-Al5FeSi 
intermetallics, thus increasing the mechanical properties of the material. In fact, in Al-Si alloys, Fe is a common impurity 
that forms brittle needle-like intermetallics, known as β-Al5FeSi phase, which are harmful for mechanical properties, 
particularly for tensile and fatigue behavior [4,7,8].  
In addition, heat treatment is also a key factor to consider in order to optimize the performance of any Al-Si-Mg alloy. At 
this regard, several authors examined the effect of heat treatment parameters, in particular solution and ageing (T6), and 
chemical composition on microstructure, mechanical properties and precipitation sequence for Al-Si-Mg alloys [9]. For 
instance, Wang et al. [10] studied the effect of Mg content on both solidification and precipitation behavior of AlSi7Mg 
casting alloy. The ageing behavior of Al-Si alloys with Mg and Cu addition was investigated also by Li et al. [11], who 
focused their attention on the precipitation sequence.  
The presence of Cr and Mn in the alloy composition does not seem to interact significantly with Mg during ageing 
treatment. In fact, it was recently demonstrated that Cr-containing dispersoids already form in AlSi3Cr alloy during the 
solution treatment, without changes during ageing, and that they contribute to the dispersion hardening of the material 
[12]. 
Notwithstanding the abundant information in scientific literature about heat treatment of Al-Si-Mg alloys, for industrial 
production, it is mandatory to define the proper heat treatment for each alloy, in order to reach a good compromise 
between strength and ductility.  
In the present paper, tensile properties and impact toughness of an innovative AlSi3Cr alloy were investigated before and 
after T6 heat treatment. The studied alloy is characterized by the presence of Cr and Mn in order to modify the 
morphology of intermetallic particles and improve material properties. This alloy was developed for the production of 
truck wheels by means of a non-conventional hybrid technique, which combines features of both low pressure die casting 
and forging processes [13]. Nevertheless, the presence of a significant amount of intermetallic phase can still represent a 
limit to the mechanical performance of the Cr-containing alloy and deeper investigations are needed to evaluate its effect. 
The influence of time and temperature of the ageing treatment were analyzed, paying particular attention to the role of 
intermetallics. Furthermore, in order to better evaluate the suitability of the alloy for this application, the obtained results 
were compared to the properties of the commercial A356-T6 casting alloy, currently used for the production of wheels. 
 
 
MATERIALS AND METHODS 
 

he content of main alloying elements in the studied alloy is shown in Tab. 1. The values are given in wt. % and 
were measured by optical emission spectrometer. As mentioned in the introduction, the chemical composition is 
between those of the conventional alloys for LPDC and forging. In fact, the alloy under investigation is an Al-Si-

Mg alloy developed for the production of truck wheels by a non-conventional hybrid technique [13], combining features 
of both low pressure die casting (LPDC) and forging processes. Furthermore, Cr and Mn are present as main alloying 
elements. Ti was used as refining element, while no modifiers were added to the melt. A proper degassing was performed 
before casting. 
 

 Si Mg Cr Mn Fe Ti Al 

AlSi3Cr 3.158 0.558 0.276 0.120 0.123 0.115 Balance 

 

Table 1: Main alloying elements (wt. %) for the studied alloy. 
 
Samples to be tested in as cast conditions were directly machined to the proper shape for tensile and Charpy impact tests, 
while the other samples were first machined as cylinders, heat treated and then machined to the final shape according to 
the standards. All the samples were taken from the rim of the wheel in order to guarantee a reliable comparison of 
mechanical properties.  
Solution and aging treatments were performed in air in laboratory furnaces. Solution temperatures were chosen according 
to solidus temperature measured by differential scanning calorimetry (DSC) [13], while aging temperatures were selected 
as suggested by good practice for this group of aluminum alloys [14]. Samples were solution treated for 3 h at 545 °C, 
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then water quenched at 65 °C [14] and subsequently aged at 165 °C and 190 °C for 1, 2, 4, 6 and 8 h. Between quenching 
and ageing treatments, the samples were kept at -20 °C in order to avoid natural ageing. During the heat treatment, the 
temperature was additionally monitored by a thermocouple placed inside an aluminum sample in the furnace chamber. 
Microstructural characterization was carried out by both a Leica DMI 5000 M optical microscope (OM) and a LEO EVO 
40 scanning electron microscope (SEM), equipped with an energy X-ray dispersive spectroscopy microprobe (EDS). In 
addition, the sludge factor referred to the Cr-Mn-rich intermetallic phase was calculated, while its average area fraction and 
morphology (roundness, average particle area, equivalent diameter, and maximum size) were investigated by image analysis 
techniques. In particular, roundness was evaluated as follows: 
 

2

4

P
Roundness

A
           (1) 

 
where P is the perimeter and A is the area of each intermetallic compound. According to the formula, a value of 
roundness equal to 1 corresponds to a circle and it represents the minimum value: the more elongated the shape, the 
higher the roundness value. 
Vickers microhardness tests were performed on as cast, quenched and aged samples using a Shimadzu indenter with an 
applied load of 200 g and a loading time of 15 s. In order to guarantee a reliable statistic, at least 20 measurements were 
carried out on each sample. 
Tensile tests were performed at room temperature on as cast, quenched and aged samples using an Instron 3369 testing 
machine with a load cell of 50 kN. The crosshead speed was 1 mm/min in the elastic field and 2 mm/min in the plastic 
field. Accurate elongation values were obtained using a knife-edge extensometer fixed to the gauge length of the 
specimens. After tensile tests, in order to define the optimum heat treatment condition, the quality index (QI) was 
calculated starting from the values of ultimate tensile strength (UTS) and elongation (El%), using the following formula 
[15]: 
 

 150 log %QI UTS El           (2) 

 
Charpy impact tests were performed at room temperature on U-notched samples with standard dimensions of 10 mm x 
10 mm x 55 mm. In order to consider the effect of the heat treatment on the impact strength performance of the alloy, 
samples were tested in as cast, quenched and aged conditions. A CEAST instrumented pendulum with an available energy 
of 50 J was used and data were acquired by means of a DAS 64k analyzer. In this work, only the total energies absorbed 
by the specimens in the different thermal conditions are correlated with the microstructural features. 
Tensile and impact strength tests were also performed on samples machined from a commercial A356 LPDC wheels in 
the T6 condition in order to compare the results with those of the innovative AlSi3Mg alloy. 
The fracture cross-sections and surfaces of tensile and impact specimens were observed and analyzed by optical 
microscopy (OM) and scanning electron microscopy (SEM), respectively.  
 
 
RESULTS AND DISCUSSION 
 
Microstructural analysis and morphological analysis of intermetallics 

he microstructure of the AlSi3Cr alloy in the as cast condition is reported in Fig. 1 at two different magnifications. 
It consists of a primary dendritic phase with a small amount of a eutectic mixture. Moreover, intermetallic particles 
with a globular or polyhedral morphology can be frequently detected (see arrows in Fig. 1b).  

The chemical composition of this phase was evaluated by SEM-EDS analysis (Fig. 2 and Tab. 2). These particles are 
usually referred as the α-Al(Fe,Mn,Cr)Si intermetallic phase, which forms when Cr and/or Mn are added to the alloy 
composition [6,16]. 
After heat treatment, the typical spheroidisation and coarsening of the Si eutectic particles take place (Fig. 3b). In addition, 
as explained in a previous work by the authors [12], during solution treatment Cr-containing dispersoids also form in the 
aluminum matrix. It was demonstrated that they are responsible of an increase in material hardness and influence both 
tensile properties and toughness [7,8,17]. Intermetallic particles are not significantly affected by the heat treatment [18]. 
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Figure 1: Typical microstructure of the innovative alloy in the as cast condition at two different magnifications. 
 
 

 
 

Figure 2: SEM micrograph of the AlSi3Cr alloy in the as cast condition. 
 

 Al Si Cr Mn Fe 

α-Al(Fe,Mn,Cr)Si phase 64.71 11.55 10.12 3.60 10.03 
 

Table 2: Semi quantitative EDS analysis of the intermetallic compound shown in Fig. 2. 
 

 
 

Figure 3: Typical microstructure of the AlSi3Cr alloy in aged condition (1 h at 165°C) at two different magnifications. 
 
High-density intermetallic phases can precipitate as sludge and settle at the bottom of the furnace [19,20]. Hence, a sludge 
factor was defined in order to predict the formation of sludge according to the content of Fe, Mn and Cr for Al-Si-Cu 
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alloys and to estimate if the sedimentation of this phase is likely to happen in the molten metal [19,20]. Considering the 
chemical composition, a sludge factor of 1.19 was calculated for the AlSi3Cr alloy, according to Jorstad [19,20] and 
Gobrecht [20], and it resulted lower than the critical level causing sludge sedimentation [5].  
In addition, according to [21], the sludge factor can be correlated to the area fraction of the intermetallic particles and not 
to their morphology, so the former parameter was calculated by means of image analysis technique. It was measured an 
average area fraction of α-Al(Fe,Mn,Cr)Si intermetallic phase of about 0.6 % and a particle density of 56 particles/mm2. 
Additionally, the image analysis results pointed out that this phase is characterized by an average roundness of 2.75. A 
more accurate evaluation of the results showed that 70 % of the particles analyzed are characterized by a roundness value 
lower that 3, while about 30% of the intermetallics can reach a roundness above 3 up to 6. Particularly, very elongated 
intermetallics, with roundness between 5 and 6 represented only 2 % of the total investigated particles. These particles can 
play an important role during tensile tests since it is known that their sharp edges can behave as stress concentration 
points and therefore can lead to fracture [6]. All the discussed results are summarized in Tab. 3. 
 

Morphological parameters for intermetallic particles 

Total area of intermetallics 0.05 mm2 

Area Fraction 0.6 % 

Particles density 56 n° particles/mm2 

Average Roundness 2.75 - 

Average particle area  106 μm2 

Equivalent diameter 11 μm 

Maximum size 80 μm 
 

Table 3: Image analysis results referred to the α-Al(Fe,Mn,Cr)Si intermetallic particles in AlSi3Cr alloy. 
 
Hardness and tensile properties 
The average values of Vickers microhardness and of tensile properties of the AlSi3Cr alloy in as cast condition are 
summarized in Tab. 4. The standard deviation of the measured properties is also reported. 
 

 HV0.2 UTS (MPa) YS (MPa) El (%) 

Average 73 202 106 5.3 

Standard deviation 2 2 2 0.5 
 

Table 4: Average mechanical properties of the AlSi3Cr alloy in the as cast condition. 
 
The influence of the aging time on the Vickers microhardness of the studied alloy for the two considered aging 
temperatures, 165 °C and 190 °C, is shown in Fig. 4. As expected, it appears that the peak condition is reached earlier 
when ageing is performed at 190 °C rather than at 165 °C [9]. In fact, in the former case peak hardness is reached after 4 h 
and in the latter case after 6 h of treatment. Accordingly, over ageing occurs earlier when the heat treatment is performed 
at higher temperature, while the peak hardness is about 130 HV0.2 for both the ageing temperatures.  
In order to investigate the evolution of the mechanical properties of the innovative alloy according to the aging time, 
tensile tests were performed on specimens in the same heat-treated conditions. It was found that the AlSi3Cr alloy shows 
a remarkable increase in strength after the ageing treatment, reaching values of UTS between 320 and 360 MPa and values 
of YS between 275 and 330 MPa (Fig. 5a-b). On the other hand, as expected as drawback of any increase in material 
strength, an inverse correlation between ductility and mechanical properties was found. In most heat-treated conditions, 
the AlSi3Cr alloy shows poor elongation values. However, as shown in Fig 5c, it is possible to reach elongation values 
between 4 % and 6 % with ageing treatments between 1 h and 4 h at 165 °C. 
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Figure 4: Ageing curves of AlSi3Cr alloy for ageing at 165°C and 190°C [22]. The standard deviation is shown as error 
bars. 
 
 

 
Figure 5: (a) UTS, (b) YS, (c) El and (d) QI of the AlSi3Cr alloy in the selected heat-treated conditions. 

 
Microstructural analysis of tensile specimens 
The loss in elongation at fracture can be explained considering that material ductility is affected by different parameters 
such as the presence of brittle Si eutectic particles, α- Al(Fe,Mn,Cr)Si intermetallics, Cr-containing dispersoids and Mg2Si 
precipitates after heat treatment. Particularly, in as cast condition brittle Si particles and Fe-containing intermetallics are 
known to be responsible for crack propagation during the evolution of the fracture processes [7]. During heat treatment, 
as above mentioned, spheroidisation of Si particles and formation of Mg2Si precipitates take place. The former is reported 
to be positive for tensile properties [23], while the latter is responsible of a loss in ductility of the α-Al matrix [9]. 
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A mainly ductile fracture mechanism of the matrix is observed from SEM analysis of the fracture surfaces after tensile 
tests in all the selected heat-treated conditions (Fig. 6). A transcrystalline fracture, typical for Al-Si alloys [24] with visible 
traces of micro-deformation (dimples), can be observed. 
 

 
 

 
 

Figure 6: Fracture surface of AlSi3Cr tensile samples in (a) as cast, (b) as quenched and (c) aged condition (165°C). 
 
As shown in Fig. 7a-b, intermetallic particles containing Fe, Mn and Cr were sometimes detected on the fracture surfaces; 
the EDS results of the identified particles are reported in Tab. 5. They appear to be small and not cracked and this 
supports the hypothesis that they play a marginal role in the fracture initiation. As reported by some authors [8,25,26], 
during tensile tests α-Al(Mn,Cr,Fe)Si intermetallics are not cut by dislocations, which instead create a circle around the 
particles and moves around them during tensile tests, bypassing the obstacle. It is believed that the same mechanism is 
taking place for the studied alloy, in particular when globular intermetallic particles are present.  
 

 
 

Figure 7: Intermetallic particles on the fracture surface of AlSi3Cr tensile samples in (a) as cast and (b) aged condition (165 °C). 
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 Mg Al Si Cr Mn Fe 

1 -- 54.96 9.20 12.16 6.05 17.64 

2 -- 40.55 -- 14.84 10.21 34.40 
 

Table 5: EDS analysis (wt. %) of the intermetallic particles shown in Fig. 7. 
 
Therefore, the main failure mechanism involves the fracture of eutectic Si particles rather than of intermetallics particles, 
as also visible from the two micrographs of the fracture profile of a specimen aged for 1 h at 165 °C (Fig. 8a-b); the 
fracture mainly follows the eutectic path. Nevertheless, also some cracked intermetallic particles could be present along 
the fracture surface (Fig. 8b), but they do not appear to strongly contribute to the fracture initiation and propagation. 
 

 
 

Figure 8: Cross section of fractured tensile specimen in aged condition (1h at 165°C). 
 
This supports what is already reported by different authors about the positive contribution to tensile properties of the 
modification of intermetallic morphology due to Cr and Mn addition to Al-Si-Mg alloys [7,8,17]. Intermetallic particles 
seem to be not so critical for the tensile strength of heat-treated AlSi3Cr alloy, while most of the ductility loss is probably 
correlated to precipitation of hardening Mg2Si particles. Unfortunately, it is not possible to identify  
Cr-containing dispersoids on the fracture surface due to its non-regular morphology, even though their presence in the Al 
matrix was demonstrated in a previous study [22]. 
 
Impact strength results 
During impact tests, the maximum load (Fm) was measured and the total impact energy (Wt) was calculated as the integral 
of load-displacement curve from the start to the end of the test, which is considered when the load comes to 2 % of its 
peak. The two complementary contributions to the total energy, i.e. the energy at the maximum load (Wm) and the 
propagation energy (Wp), were also calculated. 
As an example, in Fig. 9 are reported the load-displacement curves of two selected specimens, one tested just after 
solution treatment performed at 545 °C for 3 h and one after the same solution treatment and subsequent ageing carried 
out at 165 °C for 1 h. In Tab. 6 are collected the measured and calculated impact properties of the same specimens. 
Considering the results reported in the table, a significant variation of the impact behavior of the material was observed 
performing the ageing treatment after solution. The aging treatment for 1 h at 165 °C increases the maximum load of 
about 30 %, but decreases the impact strength of about 58 %. Comparing the trend of the curves, the aged specimen 
shows higher maximum load, but lower displacement to fracture and displacement at the maximum load. The ratio 
between the propagation energy and the nucleation energy is lower after the ageing treatment, pointing out that the crack 
growth stability decreases. 
The mean impact energies of samples in all the investigated conditions are summarized in Fig. 10. The mean value of total 
impact energy obtained on the U-notched samples in as-cast condition was equal to 2.43 ± 0.14 J and it is reported for 
comparison as dotted line in the same figure. 
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Figure 9: Instrumented impact strength curves of two selected specimens. 
 
 

 Fm (N) Wt (J) Wm (J) Wp (J) 
As quenched condition 

(solution treated 3 h at 545 °C) 
 

4844.05 7.63 3.46 4.17 

Aged condition (solution treated 3 h at 
545 °C and aged 1 h at 165 °C) 6327.93 3.19 1.88 1.31 

 

Table 6: Measured and calculated impact properties from curves plotted in Fig. 9. 
 

 
 

Figure 10: Total impact energy for AlSi3Cr samples in different conditions. 
 
Solution treatment performed at 545 °C for 3 h increases impact energy values with respect to the as-cast condition 
(dotted  
line in Fig. 10); this is mainly due to the spheroidisation of the eutectic Si particles and the dissolution of the coarse Mg2Si 
particles during the solution treatment. It is well known, in fact, that solution treatment reduces the number of critical 
crack initiation points and therefore leads to the enhancement of the energy absorption during the impact [27]. Similarly, 
the partial decomposition of some Fe-containing intermetallics can positively contribute to increase the material toughness 
by diminishing sharp edges at the interface with the matrix. Nevertheless, after ageing treatment, a severe drop in impact 
strength takes place due to the precipitation of β’-Mg2Si particles. These particles, with their brittle behavior, increase the 
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micro-stresses, reducing the α-Al strain: micro-cracks are more likely to originate [23,28,29,30]. The highest values of the 
absorbed impact energy were measured in the samples aged at 165 °C for short aging times, while after 6 and 8 h of 
ageing very similar values were recorded. In addition, almost constant values of the impact energy were found after ageing 
treatment at 190 °C, regardless of the aging time, probably due to the fast precipitation of the hardening Mg2Si particles. 
 
Microstructural analysis of impact strength specimens 
Some significant SEM micrographs of the fracture surfaces of impact strength specimens are shown in Fig. 11. A typical 
micro-ductile morphology can be identified for the as cast and for the selected heat-treated conditions. Dimples formed 
around the Si eutectic particles due to the different ductility between the more deformable α-Al matrix and the less 
deformable Si particles. 
 

 
 

 
 

Figure 11: Fracture surfaces of AlSi3Cr impact strength specimens in (a) as cast, (b) as quenched and (c) aged condition (165 °C).  
 
Several cracked and coarse intermetallics were observed on the fracture surfaces of the analyzed samples and some of 
them are pointed out in the micrographs of Fig. 12; the chemical composition of these particles, as evaluated by means of 
the EDS microprobe, is reported in Tab. 7. They surely play an important role in both crack initiation and propagation 
during the impact tests [27,30].  
  

 Mg Al Si Cr Mn Fe 

1 0.67 91.89 4.18 1.34 0.48 1.44 

2 -- 61.20 13.47 9.91 4.15 11.26 

3 -- 66.19 8.58 10.48 4.05 10.71 
 

Table 7: EDS analysis (wt. %) of the intermetallic particles pointed out in the micrographs of Fig. 11. 
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Figure 12: Cracked intermetallic particle on fracture surface of samples in (a) as cast, (b) as-quenched and (c) aged condition (165 °C). 
 
Comparing the analyses performed on tensile and impact strength specimens, a significant increase in the number of 
intermetallics was observed on the fracture surfaces of the impact strength ones. The steep load variation during the 
impact tests probably induces the brittle behavior of the intermetallic particles. The intercrystalline fracture of eutectic Si 
crystals and of intermetallics is the cause of the fracture initiation. Then, after the principal crack is formed, the fracture 
seems to propagate following a quasi-claveage path along the intermetallics, as can be seen in Fig. 13. 
 

 
 

Figure 13: Fracture profile close to the notch of a fractured impact specimen in aged condition. The cracked intermetallic particles are 
indicated by red arrows. 
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Comparison with a conventional A356-T6 alloy 
Tensile and impact strength tests were performed also on samples drawn from wheels produced by LPDC process with 
the traditional A356 alloy in the T6 condition (solution treatment at 540 °C for 4 h and ageing treatment at 155 °C for 2,5 
h). In particular, the obtained results were compared with the performance of the innovative alloy in the best-considered 
heat-treated condition (ageing for 1 h at 165 °C). Data are collected in Fig. 14. 
 

 
 

Figure 14: Average values of (a) tensile properties and (b) impact energy of A356-T6 alloy and AlSi3Cr (aging 1 h at 165 °C) alloy. 
 
From the analysis of tensile properties, it can be observed that UTS and YS are significantly higher for the AlSi3Cr alloy 
than for the A356-T6 alloy (Fig. 14a). On the other hand, a slightly lower elongation is also recorded.  
SEM micrographs of the fracture surface of a A356-T6 tensile specimen are shown in Fig. 15 at different magnifications. 
The morphology of the fracture surface is typically ductile (Fig. 15a) and some coarse Fe-containing platelet-like 
intermetallics can be observed on the fracture surface, as shown in Fig. 15b: the EDS analysis of the identified Fe-
containing platelet is reported in Tab. 8. These intermetallics are characterized by sharp edges, surely inducing detrimental 
effects on the tensile properties [6]. 
 

 
 

Figure 15: SEM micrographs of the facture surface of an A356-T6 tensile specimen. 
 

 Mg Al Si Fe 

1 4.66 66.64 17.65 11.05 

 

Table 8: EDS analysis (wt. %) of the intermetallic particle shown in Fig. 14. 
 
Conversely, considering the comparison reported in the graph of Fig. 14b, the average impact energy absorbed by the 
A356-T6 alloy is significantly higher than the one of the innovative alloy in the best heat-treated condition. As previously 
shown in Fig. 12 and Fig. 13, the coarse secondary phases clearly identified on the fracture surfaces and on the fracture 
profiles play an important role in decreasing the impact strength of the heat-treated AlSi3Cr alloy.  

(a) 
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Figure 16: Fracture profiles of an impact strength A356-T6 specimen: (a) low magnification, (b) high magnification. 
 
To support this assumption, in Fig. 16 are depicted two micrographs at different magnifications of the fracture profile of 
an A356-T6 impact strength specimen. Intermetallic compounds are scarcely found on the fracture profiles, even if some 
β-Al5FeSi are present as pointed out in Fig. 16b (red arrow). The presence of these fractured platelet-like intermetallics is 
also confirmed by SEM/EDS analysis as shown in Fig. 17. 
 
 

 
 

Figure 17: SEM micrographs of an impact strength A356-T6 specimen: fractured platelet-like intermetallic particle. 
 
Nevertheless, a Si-driven intercrystalline fracture can be considered the main cause for fracture initialization; once a critical 
number of fractured particles is reached, the principal crack is formed by local linkage of close microcracks. Then, they 
propagate following a preferential interdendritic path, with a predominantly transgranular fracture mode and sometimes 
assisted by microporosities (Fig. 16 and Fig. 18). 
 
 

 
 

Figure 18: SEM micrographs of the fracture surface of an impact strength A356-T6 specimen: evidence of (a) dimples and fractured Si 
particles at high magnification and (b) microporosity. 
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CONCLUSIONS 
 

he mechanical performances of AlSi3Cr alloy were evaluated in different heat-treated conditions in terms of 
tensile strength and impact toughness. Particular attention was paid to the influence of intermetallic phases on the 
mechanical performance of the material. In fact, the studied alloy is characterized by the presence of quite coarse 

intermetallic compounds that form due to the presence of Fe, Cr and Mn. The fracture mechanism was mainly ductile and 
intermetallic particles appear to play a marginal role in fracture initiation. Furthermore, the alloy shows remarkable tensile 
strength in most heat-treated conditions, while elongation can reach values very similar to that of the conventional A356 
alloy for selected aged conditions. On the other hand, poor impact toughness values were measured because, in this case, 
intermetallic secondary phases act as crack initiation and propagation particles. This was demonstrated by the presence of 
coarse cracked intermetallic particles on the fracture surfaces in as cast and heat-treated conditions. Commercial A356 
alloy exhibited impact toughness higher than AlSi3Cr alloy and the observations of fracture surfaces revealed a Si-driven 
main crack path, while intermetallic compounds were scarcely found. 
Data collected in the present work provide interesting evidences of the important role played by intermetallic particles in 
the mechanical behavior of AlSi3Cr alloy, together with heat treatment parameters. The comparison with the commercial 
A356 casting alloy can be very helpful for the identification of proper applications for the studied innovative alloy. 
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